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[57] ABSTRACT

A sturdy optical mold for reproducing optical curved
surfaces in the shapé corresponding to that of an optical
prototype comprising a resin layer formed on a base and
a metallic layer formed on said resin layer, and a
method for manufacturing an optical mold for repro-
ducing optical curved surfaces in the shape correspond-
ing to that of an optical prototype comprising forming
layers of different métals on the surface of an optical
prototype, dissolving one of said layers for releasing the
other layer and fixing said released layer onto a base
with a bonding agent.
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